Bondar-Clegg, Inc. » .
625 Spiczlshand Dr. 5 Geochemical
Building 1, Unit A e Iaab Report
Sparks, Nevada 89431
02555730 BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R9N-30N15.4 ( COMPLETE ) I REFERENCE INFO: N-105
CLTENT: BROHN MINING CORPORATION SUBRTTTED BY: BARRON
PROJECT: R9N-655 DATE PRINTED: 24-JAN-91
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTHIT EXTRACTION METHOD
1 Au Gold 21 (.002 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 21 2 -150 21 ASSAY PREP 21

— REPORTCOPIFS TOMRITH BARRON ff

TRYOTCE TOT 1R ST BARRON
fR. JIM BARRON




Bondar-Clegg, Inc.

625 Spice, Jstand Dr.

Building 1, Unit A L
Sparks, Nevada 89431

702 (359-9330)

.

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

DATE PRINTED: 24-JAN-90

[ REPORT: R90-30015.4 PROJECT: R9N-655 PAGE 1
SAMPLE EL FRENT fAu
NUMBER INITS 0PT
72 R90-655 [1-5 0.009
72 R90-655 5-10 0.002
72 R90-655 10-15 0.010
22 R90-655 15-21) <0.002
22 R90-655 20-25 <0.002
22 R90-655 25-30 0.003
72 R90-655 30-35 <0.002
72 R90-655 35-40 <0.002
22 R90-655 401-45 <0.002
72 R90-655 45-50 <0.002
72 R90-655 50-55 <0.002
72 R90-655 55-611 <0.002
22 R90-655 60-65 <0.002
72 R90-655 65-70 <0.002
12 R90-655 70-75 <0.002
22 R90-655 75-80 818 .ol
22 R90-655 8085 <0.002
22 R90-655 85-90 0.004
72 R90-655 90-95 0.008
72 R90-655 95-10N 0.010
22 R90-655 100-105 a.uns




Bondar-Clegg, Inc.
625 SpiceJstand Dr.
Bulding 1, Unit A
Sparks, Nevada 89431
702 (359-9330)
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REPORT: R90-30015.4

A DIVlSId@

B

CAPE INSPECTION & TESTING SERVICES
DATE PRINTFD: 24-JAN-90

PROJECT: R911-655

PAGE 2
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Duplicate
R90-655 75-801%
Duplicate
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Bondar-Clegg, Inc.

g 625 Spice Island Dr.

¢ Building 1, Unit A

~ BONDAR-CLEGG oy S 0555330

702 (359-9330)

Invoice : R078348, Page 1
BROHM MINING CORPORATION

MR. JIM BARRON Date : 24-JAN-90

4 PO BOX 485

. DEADWOOD, SOUTH DAKOTA Report No: R90-30015.4
; 57732 Project : R90-655

Reference: 0-105

BARRON

21 Analyses of Gold at $ 7.00 ¢ 147.00
Subtotal S 147.00 $ 147.00
Sample Preparation. . - e 5
21 Samples of ASSAY PREP at § 3.00 S 63.00
Subtotal S 63.00 S 63.00
Invoice Total: $ 210.00 ©.s.

e s

THIS IS A PROFESSIONAL SERVICE
: ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc. -
625 Spige Island Dr. e
Buﬁdm‘; 1, Unit A

~ Sparks, Nevada 89431
702 (359-9330)

B0

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R90-30N16.4 ( COMPLETE )

REFERENCE INFO: 105-405

CI TENT: BROHN MINING CORPORATION
PROJECT: R9N-655

SUBMTTTED BY: BARRON
DATE PRINTED: 25-JAN-91)

ORDER ELEMENT

1 Au Gold

NUNBER OF LOWER
ANALYSES ~ DETECTTON LIMIT EXTRACTTON METHOD
6l 0.002 oPT Fire Assay

SANPLE TYPES

NUMBER
Z OTHER DRILL TYPES 60

SIZE FRACTTONS NUHBER SANPLE PREPARATIONS NUMBER

2 -150 60 ASSAY PREP 60
EXCFSSIVE METNESS/LB 1496
SANPLE PICKUP/HMILE 1

REPORT COPIES TO: MR. JIM BARRON
fMR. JIM BARRON

INVOICE TO: MR. JINM BARRON




Bondar-Clegg, Inc.
625 Spice Island Dr.
Builtling 1, Unit A

*~Sparks, Nevada 89431
702 (359-9330)

-~

Bl

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

e

Geochemical
Lab Report

TED: 25-JAN-90

REPORT: RIM-3010116.4 PROJECT: R9(1-655 PAGE 1
SAMPLE ELEMENT Au SANPLE ELEMENT Au
NUMBER UNTTS OPT NUNBER UNTTS oPT
72 R90-655 105-110 0.0n3 22 R9N-655 305-310 0.003
22 R90-655 110-115 r.un2 22 RIN-655 3101-315 0.004
22 R90-655 115-120 n.m1 22 R9N-655 315-320 <0.002
72 R90-655 120-125 n.o0s 22 R90-655 320-325 0.007
72 R90-655 125-130 0.0n2 72 R9D-655 325-330 0.005
72 R90-655 130-135 (1. (104 22 R90-655 3301-335 0.003
72 R90-655 135-140 N.004 22 R9N-655 335-340 0.002
72 R90-655 1401- 145 (1. (04 22 R90-655 34[1-345 0.004
72 R90-655 145-150 .04 22 R9N-655 345-351 0.004
22 R90-655 150-155 0.013 22 R90-655 350-355 0.004
22 R90-655 155-160 0.0né 72 R9N-655 355-360N 0.005
72 R90-655 1601165 0.010 22 R90-655 3601-365 0.005
72 R90-655 165-170 0.0n6 72 R9N-655 365-370 0.002
12 R90-655 170-175 0.004 22 R90-655 370-375 0.002
72 R90-655 175-18D n.nn7 Z2 R9N-655 375-380N 0.008
72 R90-655 18(1-185 (.uus 22 R90-655 3801-385 0.002
22 R90-655 185-190 11.1005 72 R9N-655 385-39N 0.004
72 R90-655 1901-195 (1.006 22 RIN-655 3901-395 <0.002
72 R90-655 195-20N .nné 22 RIN-655 395-410 <0.002
72 R90-655 2001-205 n.un7 22 RIN-655 4M0-4015 <0.002
72 R90-655 2n5-21N 0.0n5

12 R90-655 210-215 0.003

22 R90-655 215-220 0.003

22 R90-655 2201-225 <0.002

72 R90-655 225-23N 0.003

22 R90-655 230-235 0.002

72 R90-655 235-240 0.002

12 R90-655 240-245 0.004

22 R90-655 245-250 0.005

72 R90-655 2501-255 0.004

72 R90-655 255-260 0.005

22 R90-655 2601-265 0.004

22 R90-655 265-270 0.004

22 R90-655 270-275 0.002

22 R90-655 275-280 0.003

72 R90-655 2801-285 <0.002

72 R90-655 285-290 <0.002

72 R90-655 290-295 0.002

72 R90-655 295-30N 4886 .00 4

22 R90-655 300-305 0.004




Bondar-Clegg, Inc. . .

625 Spige Island Dr. ~_~ Geochemical

Buifding 1, Unit A Lab Report
“~Sparks, Nevada 89431 i , :

702 (359-9330) mw .

A DIVISION OF INCHCAPE INSPF(ITI(:)!‘];& TESTING SERVICES
R )

DATE PRINTFD: 25-JAN-90

i3 & i
REPORT: R9D-31N16.4 i “ ‘ PROJECT: R9N-45§ 7 ° PAGE 2
[ ST I A1
SAMPLE FL FHENT Au SAMPLF " ELFHMENT fu
NUMBER UNITS OPT UMB e N EFS oPT
8 .;,AAA”' alel
R90-655 135-1401 0.004 09 Vil Vinune
Duplicate 0.003 l
R90-655 185-190 0.005
Duplicate 0.006
R90-655 245-25(1 0.005
Duplicate 0.006
R9u—(355 295-300 0.006 _ 004
Duplicate 0.003
R90-655 355-36(1 0.005

Duplicate 1.5
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i Bondar-Clegg, Inc.

’ : 625 Spice Island Dr.
Building 1, Unit A

" BONDAR-CLEGG e .50

702 (359-9330)

Invoice : R078380, Page 1
BROHM MINING CORPORATION f ;

MR. JIM BARRON o, Date | i 125-JAN-90
PO BOX 485 ; .
1 DEADWOOD, SOUTH DAKOTA fop Report No: R90-30016.4
& 57732 ‘i o Project : R90-655
5 R ... Reference: 105-405
I BARRON
60 Analyses of Gold at ¢ 7.00 ¢ 420.00
Subtotal S 420,00 S 420.00
Sample Preparation Cn o ) , 54, 4
60 Samples of ASSAY PREP at § 3.00 $ 180.00
1496 Samples of EXCESSIVE WETNESS/LB at § 0.20 & 299.20
1 Sample of SAMPLE PICKUP/MILE at §12.00 8 12.00
Subtotal S 491.20 S 491.20
Invoice Total: S 911.20 U.sS.

- S o — " - ————

s S ; - g - N

THIS IS A PROFESSIONAL SERVICE
: ACCOUNTS DUE WHEN RENDERED






Bondar-Clegg, Inc. < O he .

625 Spice Island Dr. (;eoc m]cal
Builds#g T, Unit A Lab Report
*Sparks, Nevada 89431

e BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R90-30N17.4 ( COMPLETE )

REFERENCE INFO: 405-605

CLTENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: R9N-655

DATE PRINTED: 29-JAN-90

NUNMBER OF LOKER
ORDER ELEMENT ANALYSES ~ DETECTION LTHIT FEXIRACTION METHOD
1 Au Gold 40 f.un2 op1 Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 40 2 -150 40 ASSAY PREP 40
EXCESSIVE WFTNFSS/LB 890
SAMPLE PICKUP/NILE 1

REPORT COPIES T0: MR. JIM BARRON

INVOICE T0: MR. JIM BARRON
MR, JIN BARRON




Bondar-Clegg, Inc. — Geochemical
625 Spice Island Dr.
Building T, Unit A Lab Report
“Sparks, Nevada 89431
702 (359-9330) m‘m
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
BAHPRINTEDT—29—tR=91}

REPORT: R90-300117.4 PROJECT: R901-655 PAGE 1

SAMPLE ELEMENT Au

NUMBER UNTTS 0PT

72 R90-655 4N5-41N <0.002

72 R90-655 4101-415 <0.002

72 R90-655 415-420 0.004

72 R90-655 420-425 0.013

22 R90-655 425-43N 0.004

12 R90-655 43(1-435 0.002

72 R90-655 435-440 0.016

12 R90-655 4401-445 <0.002

72 R90-655 445-450 <0.002

22 R90-655 4501-455 0.002

12 RID~655 455-461) 0.003

12 R90-655 4601-465 <0.002

1?2 R90-655 465-470 0.005

72 R90-655 470-475 0.009

12 R90-655 475-480 0.008

72 R90-655 48(1-485 0.009

72 R90-655 485-490 0.006

12 R90-655 4901-495 0.009

72 R90-655 495-50N 0.017

72 R90-655 5001505 0.003

72 R90-655 5N5-51N 0.030

72 R90-655 510-515 <0.002

72 R90-655 515-520 <0.002

72 R90-655 5201-525 <0.002

72 R90-655 525-530 <0.002

72 R90-655 5301-535 0.025

72 R90-655 535-541) <0.002

12 R90-655 5401-545 <0.002

22 R90-655 545-550 <0.002

12 R90-655 550-555 0.002

22 R90-655 555-56N <0.002

72 R90-655 5601-565 0.004

72 R90-655 565-570 <0.002

12 R90-655 570-575 <0.002

12 R90-655 575-58N <0.002

72 R90-655 5801-585 <0.002

22 R90-655 585-59N0 <0.002

72 R90-655 590-595 <0.002

72 R90-655 595-6NN <0.002

72 R90-655 60101-605 0.002




g e e Geochemical
625 Spice Island Dr.

Buildieg ¥, Unit A Lab Report
“Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRTINTEN. 290 1AM OGN0
T TIINWTLw. &7 Ay /77U

REPORT: R9D-3NN17.4 PROJECT: R9N-655 PAGE 2
SAMPLE El EMENT Au
NUMBER UNITS OPT
R90-655 440-445 <0.002
Duplicate <0.002
R90-655 490-495 0.009
Duplicate 0.008
R90-655 550-555 0.002
Duplicate <0.002
R90-655 600-6015 0.002
Duplicate 0.003
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B&

BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA
57732

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R078442, Page 1
Date : 30-JAN-90
Report No: R90-30017.4

Project : R90-655
Reference: 405-605

BARRON

40 Analyses of Gold

at $ 7.00 s 280.00

Subtotal $ 280.00 S 280.00
Sanple Preparation | ) : , 3
40 Samples of ASSAY PREP at §$ 3.00 s 120.00
890 Samples of EXCESSIVE WETNESS/LB at § 0.20 ¢ 178.00
1 Sample of SAMPLE PICKUP/MILE =--at _$12.00 $ 12.00
Subtotal 1 $..310.00 s 310.00
Miscellaneous Charges ¢ £
2% DEADWOOD SALES TAX - © b420
4% SOUTH DAKOTA SALES TAX S 112.40
Subtotal = P 185504' S 18.60

3

Invoice Tot&Tt ..

S 608.60 U.S. ]

1

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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BROHM MINING CO.
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BondaryClgg, Tnc. Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R90-30020.4 ( COMPLETE ) l REFERENCE INFO: 4015-905

CLIENT: BROHM MINING CORPORATION

SUBMTTTED BY: BARRON
PROJECT: R9N-655

DATE PRINTED: 29 -JAN-90)

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTTON METHOD
1 A Gold 61l (.ung2 opT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS  NUMBER
Z OTHER DRILL TYPES 60 2 150 60 ASSAY PREP 60
EXCFSSIVE WETNESS/LB 1813
SAMPLE PICKUP/NILE 1
REPORT COPIES TO: MR. JIM BARRON INVOICE T0: HR. JTM BARRON

MR, JIM BARRON




Bondg.Clegg'.}ns- ‘ L— Geochemical
625 Spice Island Dr.

Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R9M-30I020.4 PROJFCT: R90-655 PAGE 1 |

SANMPLE ELEMENT Au SANMPLE ELEMENT Au
NUMBER UNITS OPT NUMBFR UNTTS 0PT
22 R90-655 6N5-61N <0.0n2 22 R9N-655 8N5-81N 0.035
12 R90-655 610-615 <0.002 22 R90-655 810-815 0.049
72 R90-655 615-620 <N.onz 22 R9N-655 815-820 0.035
72 R90-655 6201-625 <0.002 22 R9N-655 820-825 0.058
12 R90-655 625-63N n.n12 22 R9N-655 825-83N 0.026
22 R90-655 6301-635 0.016 22 RIN-655 83(1-835 0.020
72 R90-655 635-641 <Nz 22 RIN-655 835-840 0.028
22 R90-655 6411-645 .ot 22 RI0-655 8401-845 0.027
22 R90-655 645-650 0.012 22 R9D-655 845-850 0.053
72 R90-655 65(1-655 0.0 22 R90-655 850-855 0.042
72 R90-655 655-660 1.013 22 RIN-655 855860 0.032
12 R90-655 6601-665 (1.028 22 R9N-655 86[1-865 0.015
22 R9D-655 665-67N 1.nn7 72 R91-655 865-87N 0.017
12 R90-655 6701-675 (1.1n4 22 RIN-655 870-875 0.035
72 R90-655 675-68D n.nns 22 R9N-655 875-88N 0.033
72 R90-655 6801-685 0.027 22 R9N-655 88(-885 0.027
22 R9I0-655 685-69N 1.0n5 22 R9N-655 885-89N 0.048
12 R90-655 6911695 (.014 22 R90-655 8901-895 0.025
22 R90-655 695-700 n.028 22 R90-655 895-90N 0.015
72 R90-655 7001-705 1.033 22 RI0-655 9U0-905 0.024
22 R90-655 705-71N n.n39
72 R90-655 710-715 0.102
72 R90-655 715-720 0.042
72 R90-655 720-725 0.034
22 R90-655 725-730 0.032
22 R90-655 730735 0.076
72 R90-655 735-741 0.067
12 R90-655 74(1-745 0.027
72 R90-655 745-750 0.010
72 R90-655 7501-755 0.008
22 R90-655 755-760 0.008
72 R90-655 76(1-765 0.010
22 R90-655 765-71 0.006
22 R90-655 7701-775 0.012
22 R90-655 775-780 0.016
12 R90-655 T78(1-785 0.020
72 R90-655 785-79N 0.012
22 R90-655 7901-795 0.017
72 R90-655 795-81N 0.032
72 R90-655 8UII-805 0.043




.

Bondar Clegg, Tnc.
625 Spice Island Dr.
Building [, Unit A
Sparks, Nevada 89431
702 (359-9330)

REPORT: R90-30N20.4

BC

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical

Lab Report

DATE DOTaTEN
URTU TRI

5O— AN an
NIt Z7=JAN=70

PROJECT: R9N-655 PAGE 2
SAMPLE ELEMENT fiu I SAMPLE ELEMFNT Au
NUMBER UNITS oPT . "] c/ | NUMBER ™ =wy,  UNITS OPT
N —— FI

R90-655 6N5-610 <0.002 y / '
Duplicate <0.002 C oo -
R90-655 655-6611 0.013 —
Duplicate 0.012 -D') -~

| & =T
R90-655 715- 7211 0062 ‘
Duplicate 0.042 T —
R90-655 765-770 0.006
Duplicate 0.007
R90-655 825-830 0.026
Duplicate 0.026
R90-655 875-88ll 0.033
Duplicate 0.033




BROHM MINING CO.




B5

BROHM MINING CORPORATION
MR. JIM BARRON

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R078443, Page 1

Date : 30-JAN-90

PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R90-30020.4
57732 Project : R90-655
Reference: 605-905
BARRON
60 Analyses of Gold at $ 7.00 $§ 420.00
Subtotal S 420.00 S 420.00
Sample Preparation IR e
60 Samples of ASSAY PREP " at $ 3.00 s 180.00
1813 Ssamples of EXCESSIVE WETNESS/LB at $ 0.20 $ 362.60
1 Sample of SAMPLE PICKUP/MILE at $12.00 & 12.00
Subtotal : S 554.60 S 554.60
Miscellaneous Charges if 1
2% DEADWOOD SALES TAX S pielidRi09 |
4% SOUTH DAKOTA SALES TAX [ gTTT22:18.
Subtotal 'y S . 33.27 s 33.27
B e
Invoice Total: $ 1007.87 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar -Clegg, lnC. .
625 Spicegstand Dr. L Geochemical
Buildifig 1, Unit A ¢ Lab Report
Sparks, Nevada 89431
0055930 BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R9N-3MN21.4 ( COMPLETE ) | REFERENCE INFO: 905-1n20 J
CITENT: BROHM MINING CORPORATION SUBMTTTED BY: BARRON
PROJECT: R9N-655 DATE PRINTED: 25-JAN-91)
NURBER OF LOMER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTTON METHOD
1 fu Gold 23 (1.0 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTTIONS NUMBER SAMPLE PREPARATTONS  NUMBER
7 OTHER DRILL TYPES 23 2 -150 23 ASSAY PREP 23
EXCESSIVF WFTNFSS/LB 803
SAMPLE PICKUP/MILE 1
REPORT COPIES TO: WR. JIM BARRON INVOICE T0: MR. JIM BARRON

MR. JIM BARRON




Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A .
Sparks, Nevada 89431

702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

TED: 25-06N-90
PROJFCT: R9M1-655

REPORT: R9M-300121.4 } PAGE 1
SAMPLE ELEMENT fu
NUMBER UNTTS oPT
72 R90-655 9N5-910 0.075
72 R90-655 910-915 0.032
72 R90-655 915-920 0.053
72 R90-655 9201-925 0.026
72 R90-655 925-93N 0.052
72 R90-655 9301-935 0.032
22 R90-655 935-940 0.051
72 R90-655 940-945 0.069
72 R90-655 945-950 0.083
12 R90-655 9501-955 0.030
22 R90-655 955-960 0.016
72 R90-655 9601-965 0.033
72 R9D-655 965-970 0.059
72 R90-655 9701-975 0.035
72 R90-655 975-98N 0.037
72 R90-655 9801-985 0.045
72 R90-655 985-99N 0.012
72 R90-655 990-995 0.009
22 R90-655 995-10NN 0.008
72 R90-655 10001005 0.022
72 R90-655 10N5-101N 0.016
72 R90-655 101101015 0.033
77 R9N-655 1015-1N20 n.nzn




Bondar-Clegg, Inc.
625 Spice Island Dr.
Buildinig 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

¥ [ progecT: Ron-655 | .

REPORT: R9D-30N21.4 I 14 PAGE 2
SAMPLE EL FHENT fAu t S
NUMBER UNITS oPT { : Pt m !

T T . 1 § -
R90-655 910-915 0.032 =
Duplicate 0.031 i

00 ou !

R90-655 9601-965 0.033 )
Duplicate 0.033 — -
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Bondar-Clegg, Inc.
e .- 625 Spice Island Dr.
— Building 1, Unit A
Sparks, Nevada 89431
BONDAR-CLEGG 702 (359-9330)
Invoice : R078384, Page 1
BROHM MINING CORPORATION
MR. JIM BARRON Date 25-JAN-90
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report: No: R90-30021.4
57732 Project i R90-655
Reference: 905-1020
" BARRON
23 Analyses of Gold at § 7.00 § 161.00
Subtotal $ 161.00 $ 161.00
Sample Preparation : b . .
23 Samples of ASSAY PREP at § 3.00 § 69.00
803 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 160.60
1 Sample of SAMPLE PICKUP/MILE at $12.00 S 12.00
Subtotal S 241.60 S 241.60

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 402.60 U.s.
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Bondar-Clegg, Inc. _
625 Spice island Dr.
Buitding 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

BC

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R9N-3NN25.4 ¢ COMPLETE )

Geochemical
Lab Report

REFERENCE INFO: 1020-1100

CITENT: BROHM MINTNG CORPORATION
PROJECT: R9N -655

SUBHITTED BY: BARRON
DATE PRINTED: 29-JAN-91)

NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTMIT FEXIRACTION METHOD
1 Au Gold 16 0.002 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATTONS  NUMBER
Z OTHER DRILL TYPES 16 2 -150 16 ASSAY PREP 16

EXCESSIVE WFTNFSS/LB 416

REPORT COPIES T0: MR. JIM BARRON
fMR. JIH BARRON

INVOICE TO: MR. JTM BARRON




Bondar-Clegg, Inc. L Geochemical
625 Spice kland Dr.

Buitding 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) mm'm

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DAFEPRENTED +—29-JAN-5f
REPORT: R90-301(125.4 B | PROJECT: R9-655 PAGE 1
SANPLE ELENENT  Au
NUMBER UINTITS  OPT

22 R90-655 1020-1025 0.013
22 R90-655 1025-1030 0.032
Z2 R90-655 1030-1N35 0.024
72 R90-655 1035-1040 0.015
22 R90-655 1D4N-1045 0.064

72 R90-655 1045-1050 0.031
72 R90-655 1050-1055 0.057
72 R90-655 1055-1060 0.020
22 R90-655 1061-1065 0.042
22 R90-655 1065-1070 0.039

22 R90-655 1N7N-1N75 0.037
72 R90-655 1075-1080 0.037
22 R90-655 1081 -1085 0.015
72 R90-655 1085-1090 0.018
72 R90-655 1N9N-1N95 0.034

22 R9N-655 1095-1100 1.008




Bondm=Ckgg,hm. .
625 Spice #sland Dr.
Buitding 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Geochemical
=im- Lo Repor
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINIEN. 20 1AM _GnN
73

REPORT: R90D-3NN25.4 1 I PROJECT: R9N-655 PAGE 2
SAMPLE FL FHENT Au
NUMBER UNITS oPT
R90-655 1045-1050 0.031
Duplicate 0.030
R90-655 1090-1095 0.034
Duplicate 0.034
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Bondar-Clegg, Inc.

T RO A e

625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
BONDAR-CLEGG 702 (359-9330)
Invoice : R078441, Page 1
BROHM MINING CORPORATION
MR. JIM BARRON Date 30-JAN-90
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R90-30025.4
27732 Project : R90-655
Reference: 1020-1100
BARRON
16 Analyses of Gold at $ 7.00 ¢ 112.00
Subtotal $ 112.00 s 112.00
Sample Preparation e
16 Samples of ASSAY PREP at § 3.00 S 48.00
416 Samples of EXCESSIVE WETNESS/LB at $ 0.20 S 83.20
Subtotal S 131.20 S 131.20
Miscellaneous Charges : _fiﬁf;
2% DEADWOOD SALES TAX $ 2,62 S i e i
4% SOUTH DAKOTA SALES TAX S STV e 5 & g
Subtotal $re 7487 $ . ..7487

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

1

8. /251,07 U.S.
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